Binary Eutectic Phase Diagram
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A component 68%A — 36%A B component
Temp. Vol. % Melt Melt comp. Vol. % Solid Solid comp.

T1 100 68A+32B 0 NA

T2 72 57A+43B 28 A

T3 48 36A+64B 52 A

T4 0 NA 100 68A+32B




